G B i o A e A R
Wu Xi Que Chen Silicon Chemical Co., Ltd

Name : Precipitated silica

Type: Newsil 115

Item Unit Typical value Test method Standard
Silica (dry basis) % =98 HG/T3062"
Color Clean, white HG/T3063
sieve residue 45um % <0.5 HG/T3064
Drying loss(2h at 105°C) % 4.0~8.0 HG/T3065 eqvISO5794-1
Ignition loss(2h at 1000°C) % <7.0 HG/T3066
PH Value 6.0~7.5 HG/T3067
DBP absorption value mg;lo 200~350 HG/T3072
Specific surface area (BET) m’/g 100~120 HG/T3073
Na,SOy4 % <1.60 QP/C824/10
Cu mg/kg <30 HG/T3068
Fe mg/kg <1000 HG/T3070 eqvISO5794-1
Mn mg/kg <50 HG/T3069
Tamped density g/L =200 QP/C824/10
Form Powder

* Based on material ignited for 2h at 1000°C
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